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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood,- Coibrado 80228
(303)989-1404, BONDAR-CLEGG

Geochemical
Lab Report



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0263 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 30-MAR-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ag Silver 30 0.02 OPT
2 Au Gold 30 0.002 OPT. Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 30 2 -150 30 Assay Prep 30 .
Sample Pickup 1

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)‘989-1404

Geochemical
Lab Report

BONDAR-CLEGG

REPORT: 499-0263 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Ag Au
NUMBER UNITS OPT OPT

D2 D88-65-237-239.7 0.13 0.006
D2 D88-65-242-243.4 ! 0.07 0.017
D2 D88-65-246.1-247.3 ; 0.07 0.019
D2 D88-65-249.5-250.5 0.15 0.141
D2 D88-65-252.7-253.7 0.07 0.053

D2 D88-65-E58.3-259.5 0.07 0^ 056
D2 D88-65-261.9-263.1 0.06 0.046
D2 D88-65-265.2-266.3 ' 0.09 0.044
D2 D88-65-268.9-270.2 : 0.15 0.050
D2 D88-65-272.8-274 0.10 0.094

D2 D88-65-276.5-279.7 0.06 0.040
D2 D88-65-283.3-284 0.07 0.067
D2 D88-65-285.6-287.7 0.06 0.044
D2 D88-65-290.3-291.5 0.09 0.060
D2 D88-65-294-295.1 0.06 0.039

D2 D88-65-297.7-298.8 ; 0.13 0.071 .
D2 D88-65-301.5-303 0.07 0.110 ‘
D2 D88-65-305.4-306.7 ; 0.09 0.126
D2 D88-65-308.8-309.5 0.10 0.070
D2 D88-65-311.9-312.2 0.04 0.036

D2 D88-65-314.8-316 0.09 0.036
D2 D88-65-318.3-319.6 0.03 0.035
D2 D88-65-322.3-323.3 0.07 0.039
D2 D88-65-325.8-327.1 0.04 0.024
D2 D88-65-329.2-330.2 , 0.04 0.053

D2 D88-65-332.7-333.9 , 0.06 0.050
D2 D88-65-336-337.4 0.06 0.049
D2 D88-65-337.4-339.1 ' 0.13 0.085
D2 D88-65-344-345.2 0.10 0.079
D2 D88-65-346.9-348 0.15 0.197



t ;
BROHM MINING -CORP 
MR,. JIM BARRON 
P.O. BOX 4 85 
DEAD WOOD, SI>' 

57732

' V’ Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

Invoice s 13948, Page 1 

Date s 30--MAR-89

R e p o r t N o s 4 9 9 - 0 2 & 3 
Project s NONE LISTED 
References NOME LISTED

30 Analyses of Au/Ag Assay at $ 8,25 1 247.50 . $ 247.50
; Gold" .

Silver ;■ ■/j

Sample Preparation y.-T..; jy'- y.;.,. •
: 38 .; Samples iof Assay, Prep: ; L : , at ■,$ 3.. 00 yi. 98;. 00 :

1. . Sample of Sample Pickup . at 4,12.80' $ • • ;l.2,. 80: ' ;
;v:-:;\.,4suPtptai:''-. ,4yy-:l;' .102..00 ■ * 102.00. ■

Miscellaneous,Charges - :
4X S. D,. , STATE-SALES TAX , ; y ■ ' 1 ■ 4 ' 2. 88
£% DEAbWpQD CITY SALES TAX 4,. 1.4.4'

Subtotal. 4 4,.32 $ 4.32

Invoice Total s'. $ 353.82 U. S.

10

THIS IS A PROFESSIONAL SERVICE 

ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404^,. *

BONDAR-CLEGG

Geochemical
Lab Report



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404^.. "

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0261 ( COHPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. SUBHITTED BY: J. BARRON
PROJECT: NONE LISTED ' DATE PRINTED: 30-HAR-89

NUHBER OF LONER
ORDER ELEHENT ANALYSES DETECTION LIMIT EXTRACTION HETHOD

1 Ag Silver 19 0.02 OPT
2 Au Gold 19 0.002 OPT Fire Assay

SAMPLE TYPES NUHBER SIZE FRACTIONS NUHBER SAHPLE PREPARATIONS NUHBER

D DRILL CORE j 19 2 -150 19 Assay Prep 19

REPORT COPIES TO:;HR. JIH BARRON 
HR. JIH BARRON

INVOICE TO: HR. JIH BARRON



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404 "■

Geochemical
Lab Report

BONDAR-CLEGG

REPORT: 499-0261 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Ag Au
NUMBER . UNITS OPT OPT

D2 D88-65-49.9-50.9 ' 0.20 0.037
D2 D88-65-53.5-54.5 0.35 0.113
D2 D88-65-57.3-58.8 0.20 0.026
D2 D88-65-60.9-61.8 0.17 0.109
D2 D88-65-64.5-65.5 0.33 0.039

D2 D88-65-68.2-69.4 0.30 0.029
D2 D88-65-72-73.7 0.25 0.043
D2 D88-65-75.8-77 0.67 0.016
D2 D88-65-79.3-80.6 0.20 0.075
D2 D88-65-83-84 0.12 0.051

D2 D88-65-86.9-88 0.16 0.078
D2 D88-65-90.8-92.1 0.09 0.023
D2 D88-65-94.7-95.9 0.16 0.041
D2 D88-65-98-99 0.12 0.045
D2 D88-65-100.5-102.9 0.12 0.051

D2 D88-65-105.6-107 0.13 0.093
D2 D88-65-U0.7-112.1 0.12 0.041
D2 D88-65-115-116.6 0.59 0.199
D2 D88-65-119.3-121.2 0.10 0.129



BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BROHM MIN.TNG 'CORP. 

MR- JIM BARRON 
P.0. BOX 455 : 
DEADWOOD, SD ;
57732 !

Invoice s 13947, Page 1 

Date a 30-MAR--89

R e p o t t N o s 4 9 9 0 2 61 
Project ; NOME LISTED 
R e f e v e n c e a M 0 N E i... IS T E D

19 Analyses of Au/Ag Assay at $ 8., 25 $ 156.75 $ 156- 75
Gold

, Silver

S a mp1e Pve paration
19 Samples of Assay Prep 

Subtotal
at $ 3-0Q * 

$
57.00
57.00 $ 57.. 80

M :i. s* c e 11 a n e o u si C h a r g e s
A% S.D. STATE SALES TAX * 1.52
2# DEADWQOD CITY SALES TAX 

Subtotal
* .0.76
$ 2.28 4> 2.28

Invoice Total 216.03 U

l.

10

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BONDAR-CLEGG

Geochemical
Lab Report



J.

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)9894404

Geochemical
Lab Report

BONDAR-CLEGG

REPORT: 499-0264 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DOTE PRINTED: 30-MAR-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ag Silver 29 0.02 OPT
2 Au Gold 29 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 29 2 -150 ' 29 Assay Prep 29
Sample Pickup 1

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0264 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Ag Au
NUMBER UNITS OPT OPT

D2 D88-65-350.6-352.1 0.12 0.101
D2 D88-65-354.8-356.7 0.15 0.094
D2 D88-65-359.4-360.5 0.07 0.021
D2 D88-65-363-364.2 0.84 0.022
D2 D88-65-366.4-367.6 0.15 0.024

' D2 D88-65-370.3-371.5 0.04 0.026
D2 D88-65-374-375.4 0.06 0.029
D2 D88-65-377.6-378.8 0.06 0.048
D2 D88-65-381.1-382.1 0.07 0.045
D2 D88-65-384.9-386.1 0.03 0.045

D2 D88-65-388.8-389.8 0.04 0.019
D2 D88-65-392.4-393.4 0.06 0.081
D2 D88-65-395.8-397 0.16 0.036
D2 D88-65-399-400 0.06 0.018 ' .
D2 D88-65-402.3-403.8 0.04 0.017

D2 D88-65-406.2-407.4 0.04 0.030
D2 088-65-408.7-409.8 0.06 0.045
D2 D88-65-412.3-413.6 0.04 0.044
D2 D88-65-415.8-417.6 0.04 0.018
D2 D88-65-419.9-421.2 0.09 0.025

D2 D88-65-423.7-425.1 0.03 0.017
D2 D88-65-427.5-427.6 0.07 0.021
D2 D88-65-429.8-431.1 0.04 0.027
D2 088-65-434-435.4 0.35 0.101
D2 D88-65-440-441.4 0.03 0.005

D2 D88-65-443.5-444.5 0.03 <0.002
D2 D88-65-447.1-448.3 <0.02 <0.002
D2 088-65-451.3-453.8 0.07 0.009
D2 D88-65-455.9-457.9 0.32 0.015

i\



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404 '

BONDAR-CLEGG

Geochemical
Lab Report



BGNDAR-CLEGG

BROHM MIMING CQRP 
MR. JIM BARRON 
P.O. BOX .4as 
DEADWOOD, SI)
57732 •

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
, (303)989-1404

13949,, Page ;i. 

30-MAR--B9

Fie port No a 
Project a 
Ref erevice a

499-8264 
NONE LISTED 
NONE LISTED

29 Analyses ■ of ftu/At) Assay
Gold 
Silver

at $' a. 25 239.23 >39.

S a m p '1. e P r p a r & t i o n
89 Samples of Assay Prep 

1 Sample of Sample Pickup 
Subtotal

at * 3.. 0O * 67.08
at UV18.00 -1L 18.00

f 99„@0 $ 99.00

Miscellanaou.s Charges
■ 47 S.D. STATE SALES TAX 
27 DEADWOOD CITY SALES TAX 

Subtotal

* 8.60
$ 1.. 4®
1- 4.. 20 1- 4n 20

Invoice Total $• 348., 43 U.S-,

10

THIS IS A PROFESSIONAL SERVICE 

ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 '

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0264 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J, BARRON 
DATE PRINTED: 30-HAR-89

NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 fig Silver 29 . 0.02 OPT
2 Au Gold 29 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 29 2 -150 29 Assay PTep 29
Sample Pickup 1

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON

t ■



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-140$

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0264 PROJECT: NONE LISTED PAGE 1

• SAMPLE ELEMENT Ag Au
NUMBER UNITS OPT OPT

D2 D88-65-350.6-352.1 0.12 0.101
D2 D68-65-354.8-356.7 0.15 0.094
D2 D88-65-359.4-360.5 0.07 0.021
D2 D88-65-363-364.2 0.04 0.022
D2 D88-65-366.4-367.6 0.15 0.024

D2 D88-65—370.3-371.5 0.04 0.026
D2 D88-65-374-375.4 0.06 0.029
D2 D88-65-377.6-378.8 0.06 0.048
D2 D88-65-381.1-382.1 0.07 0.045
D2 D88-65-384.9-386.1 0.03 0.045

D2 D88-65-388.8-389.8 0.04 0.019
D2 D88-65-392.4-393.4 0.06 0.081
D2 D88-65-395.8-397 0.16 0.036
D2 D88-65-399-400 0.06 0.018
D2 D88-65-402.3-403.8 0.04 0.017

D2 D88-65-406.2-407.4 0.04 0.030
D2 D88-65-4B8.7-409.8 0.06 0.045
D2 D88-65-412.3-413.6 0.04 0.044
D2 D88-65-415.8-417.6 0.04 0.018
D2 D88-65-419.9-421.2 0.09 0.025

D2 D88-65-423.7-425.1 0.03 0.017
D2 D88-65-427.5-427.6 0.07 0.021
D2 D88-65-429.8-431.1 0.04 0.027
D2 D88-65-434-435.4 0.35 0.101
D2 D88-65-440-441.4 0.03 0.005

D2 D88-65-443.5-444.5 0.03 (0.002
D2 D88-65-447.1-448.3 <0.02 <0.002 1 1 1
“£££££!■; s e!“ | mommmmm-
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Bondar-Clegg, Inc.
12980 West Cedar Dr. .
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado.80228
(303)989-1404^-

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0263 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 30-MAR-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ag Silver 30 0.02 OPT
2 Au Gold 30 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER . SAMPLE PREPARATIONS NUMBER

D DRILL CORE 30 2 -150 30 Assay Prep 30
Sample Pickup 1

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON



Bondar-Clegg, Inc.
12980 West Cedar Dr. „ 

Lakewood, Colorado.80228

(303)9894404,./''

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0263 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Ag Au
NUMBER UNITS OPT OPT

D2 D88-65-237-239.7 0.13 0.006
D2 D88-65-242-243.4 0.07 0.017
D2 D88-65-246.1-247.3 0.07 0.019
D2 D88-65-249.5-250.5 0.15 0.141
D2 D88-65-252.7-253.7 0.07 0.053

D2 D88-65-258.3-259.5 0.07 0.056
D2 D88-65-261.9-263.1 0.06 0.046
D2 D88-65-265.2-266.3 0.09 0.044
D2 D88-65-268.9-270.2 0.15 0.050
D2 D88-65-272.8-274 0.10 0.094

D2 D88-65-276.5-279.7 0.06 0.040
D2 D88-65-283.3-284 0.07 0.067
D2 D88-65-285.6-287.7 0.06 0.044
D2 D88-65—290.3—291.5 0.09 0.060
D2 D88-65-294-295.1 0.06 0.039

D2 D88-65-297.7-298.8 0.13 0.071
D2 D88-65-301.5-303 0.07 0.110
D2 D88-65-305.4-306.7 0.09 0.126
D2 D88-65-308.8-309.5 0.10 0.070
D2 D88-65-311.9-312.2 0.04 0.036

D2 D88-65-314.8-316 0.09 0.036
D2 D88-65-318.3-319.6 0.03 0.035
D2 D88-65-322.3-323.3 0.07 0.039
D2 D88-65-325.8-327.1 0.04 0.024
D2 D88-65-329.2-330.2 0.04 0.053





Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT:■499-0262 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 30-HAR-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ag Silver 30 0.0E OPT
£ Au Gold 30 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 30 E -150 30 Assay Prep 30
Sample Pickup 1 1

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON -

MR. JIM BARRON



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

Geochemical

Lab Report

BOItiDJMiOG

REPORT: 499-0262 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Ag Au
NUMBER UNITS

1
OPT OPT

D2 D88-65-123.2-124.0 0.20 0.061
D2 D88-65-127.4-128.6 0.22 0.023
D2 D88-65-130.8-132 1.26 0.120
D2 D80-65-134.8-135.6 0.60 0.048
D2 D88-65-138.4-139.8 0.38 0.044

D2 D88-65-142.2-143.4 0.84 0.116
D2 D88-65-145.8-147 6.15 0.334
D2 D88-65-149-149.7 0.23 0.044
D2 D88-65-151.8-153.1 0.55 0.025
D2 D88-65-155.4-156.4 0.23 0.014

D2 D88-65-168.8-161.9 0.07 0.053
D2 D88-65-164.3-165.6 0.04 0.021
D2 D88-65-167.9-168.7 0.09 0.023
D2 D88-65-172-173.2 0.09 0.020
D2 D88-65-176.4-177.8 0.19 0.057

D2 D88-65-181-182 0.04 0.037
D2 D88-65-184.5-185.4 0.04 0.031
D2 D88-65-188-189.2 0.32 0.075
D2 D88-65-192-193 0.12 0.030
D2 D88-65-195.5—196.8 0.12. 0.038

D2 D88-65-199-200.3 0.07 0.026
D2 D88-65-202.8-204 0.06 0.020
D2 D88-65-206.5-207.6 0.07 0.032
D2 D88-65-210-211.1 0.06 0.018
D2 D88-65-214-215.6 0.10 0.034

D2 D88-65-218-220 0.06 0.015
D2 D88-65-222.9-223.8 0.06 0.026
D2 D88-65-226.4-228 0.06 0.024 . _,r ^ -.....,... . . . . . . . . . . . . . . . . . . . . . . . . . „ r„ , .

D2 D88-65-230.5-232 0.79 0.027 ; ■ r
D2 D88-65-234.5-235.4 0.04 0.024 : BBonm mt/M/ia co* 5:

!>
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

Geochemical

Lab Report

REPORT: 499-0261 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 30-MAR-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ag Silver 19 . 0.02 OPT
2 Au Gold 19 0.002 OPT Fire Assay .

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 19 2 -150 19 Assay Prep 19

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: HR. JIM BARRON



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

Geochemical

Lab Report

BONDAR-CLEGG

REPORT: 499-0261 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Ag Au
NUMBER UNITS OPT OPT

D2 D88-65-49.9-50.9 0.20 0.037
D2 D88-65-53.5-54.5 0.35 0.113
D2 D88-65-57.3-58.8 0.20 0.026
D2 D88-65-60.9-61.8 0.17 0.109
D2 D88-65-64.5-65.5 0.33 0.039

D2 D88-65-68.2-69.4 0.30 0.029
D2 D88-65-72-73.7 0.25 0.043
D2 D88-65-75.8-77 0.67 0.016
D2 D88-65-79.3-80.6 0.20 0.075
D2 D88-65-83-84 0.12 0.051

D2 D88-65-86.9-88 0.16 0.078
D2 D88-65-90.8-92.1 0.09 0.023
D2 D88-65-94.7-95.9 0.16 0.041
D2 D88-65-98-99 0.12 0.045
D2 D88-65-100.5-182.9 0.12 0.051

D2 D88-65-105.6-107 0.13 0.093
D2 D88-65-110.7-112.1 0.12 0.041
D2 Dftfl-65—115-116.6 0.59 0.199
D2 D88-65-U9.3-121.2 0.10 0.129
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12980 West Cedar Dr. '
Lakewood, Colorado 89228
(303) 989-1404-: BONDAR-CLEGG
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Bondar-Clegg, Inc.
12980 West Cedar Dr. >
Lakewood, Colorado 86228
(303)989-1404'

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 499-0262 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BR0HH MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 30-HAR-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ag Silver 30 0.02 OPT
2 Au Gold • 30 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 30 2 -150 30 Assay PTep 30
Sample Pickup 1

REPORT COPIES TO: HR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON



Bondar-Clegg, Inc.

12980 West Cedar Dr. *
Lakewood, Colorado 80228
(303) 989-1404J

Geochemical
Lab Report

REPORT: 499-0E6E PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Ag Au
NUMBER UNITS OPT OPT

DE D88-65-1E3.E-1E4.8 0.20 0.061
DS D88-65-1E7.4-138.6 0.22 0.0E3
DE D88—65-130.8-132 1.26 0.120
DE D88-65-134.8-135.6 6.60 0.048
DE D88-65-138.4-139.8 0.38 0.044

DE D88-65-14E.S-143.4 0.84 0.116
DE D88-65-145.8-147 6.15 0.334
DE D88—65-149-149.7 0.E3 0.044
DE D88-65-151.8-153.1 0.55 0.0E5
DE D88-65-155.4-156.4 0.E3 0.014

DE D88-65-160.8-161.9 0.07 0.053
DE D88-65—164.3-165.6 0.04 0.0E1
DE D88-65-167.9-168.7 0.09 0.023
DE D88-65-17S-173.E 0.09 0.020
DE D88-65—176.4-177.8 0.19 0.057

DE D88-65-181-182 0.04 0.037
DE D88-65-184.5-185.4 0.04 0.031
DE D88-65-188-189.E 0.3E 0.075
DE D88-65-19E-193 8.12 0.030
DE D88-65-195.5-196.8 0.1E 0.038

DE D88-65-199-E00.3 0.07 0.0E6
DE D88-65-E03.8-E04 0.06 8.020
DS D88-65-E06.5-E07.6 0.07 0.03E
DE D88-65-S10-S11.1 0.06 0.018
DE D88-65-E14-E15.6 0.10 0.034

DE D88-65-S18-EE0 0.06 0.015
DE D88-65-EEE.9-3E3.8 0.06 0.0E6
DS D88-65-SS6.4-EE8 0.06 0.0S4
DE D88-65-E30.5-E3E 0.79 0.0E7
DE D88-65-234.5-E35.4 0.04 0.0E4



BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BROHi'l MINING CQRP 
MR. JIM BAKRON 
P.O. BOX 485 
DEADWOOD, SD 
57732

Invoice s 13054, Page .1. 

Date s 30-MAR “-6 9

E e p o v t Nos 4 99 - (32 6 2 
Project ; HONE LISTED 
Ee f eences HONE LIST ED

30 Analyses of Au/Ag Assay
13 old 
Silver

Samp 1 e P r e p a r a t .1 o n
30 Samples of Assay Prep 

1 Sample of Sample Pickup 
Subtotal

i7!isce 11 ansous Charges
42 8„D. STATE SALES TAX 
22 DEADWOOD CITY SALES TAX 

Subtotal

at $ 8-25 $ 247., 50

at % 3., 00 $ 90.00
at $12.00 $ 12., 00

$ 102.00 $ 102.00

$ 2.88
$ 144
$ 4.32 $ 4.32

Invoice Tota $ 353.82 U.S.

THIS IS A PROFESSIONAL SERVICE 

ACCOUNTS DUE WHEN RENDERED
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LAB. REPORT NO /W- /3d9

BONDAR-CLEGG INC.

Date Shipped

12380 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: 380-1AOA TELEX: «45-633

, j SAMPLE SHIPMENT NOTICEJo/v /% $
_Via_

# Parcels in Shipment ^_____________

f\ i)H

□ Prepaid or □ Collect 

TOTAL NUMBER OF SAMPLES__________ /O
GEOLOGIST'S NAMEt .PHONE NUMBER. .PROJECT NAME OR NUMBER.

Samples
Type

# .
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co tin Fe li V II W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

xJ- /d T)88-(,S Cu Pb Zn Vio Ag Cd Ni Co Vln Fe Bi V u w fji As Hg Sn Sb 8a E spec
Neutron

Activation DC?
are
test

/? >i - SO Cu Pb Zn Wo At) Cd NI Co Wn Fe Bi V u w F At! As Hg Sn Sb Ba £ spec
Neutron

Activation DCP
ore
lest

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi' V u w F Au As Hg Sn Sb 8a E spec
Neutron

Activation DCP ore
test

Cu Pb Zn Wo Ag Cd Ni Co V)n Fo Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron 

Activation ■ DCP ore
test

Cu Pb Zn ViO Ag Cd Ni Co Wn Fe Bi V u w F Au As Hg Sn Sb Bo E spec
Neutron

Activation DCP ore
test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u- w F Au As Hg Sn Sb Bo E spec
Neutron

Activation OCR
ore
test

Cu Pb Zn Vio Ag Cd Ni Co Wn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

' Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP ora
lest

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe' Bi V u w F Au As Hg So Sb Ba E spec
• Neutron 
Activation GCP

ore
ten!

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi SI u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F Au As Hg Sn Sb Bi! F. sous
Neutron

Activation DCP
ore
test

Cu Pd Zn Wo Ag Dd Ni Co Wn Fe Bi V l s w F Au As Hg So Sb 8a E spec,
Mantra,i 

Activation GCP
ore
test

Cu Pb Zn Wo Ag Cd Ni Do Wn Fe Bi V u w F Au As Hg Bn Si) Ba E spec
NM-tran

Acwalisn DCF
ere

Cu Pb Zn Wo Ag Crl Ni Co Wn Fe Bi V u w F Au As Hg Sn Sb 3a E spec
Neutron

Activation OSP
ore
-ESI

Please analyze by
^0 assay (%, ore grade)

□ geochemical (ppm, trace level)
methods, the enclosed

□ / prepared

l unprepared
samples

□ DO NOT ASSAY GEOCHEMICAL OVERUMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ ,

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE 

^<6 RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 OAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS

□ DISCARD AFTER ANALYSIS,COMPLETE 
RETURN COD AFTER ANALYSIS COMPLETE

□ ST0RE1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results \ //A7 ,7 n Results

□ Invoices iXiPrs AH“\ n Invoices.

□ Pulps n Pulps

□ Rejects n Rejects

□ Results n Results

□ Invoice n Invoice

□ Pulps n Pulps

□ Rejects □ Rejects

CLIENT’S COPY



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT! 098-1309 ( COMPLETE ) REFERENCE INFO! NONE LISTED

CLIENT! BROHM MINING CGRP. 
PROJECT! NONE LISTED

SUBMITTED BY!. J. BARRON 
DATE PRINTED! 25-0CT-88

. NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION • METHOD

1 Au Gold 10 0.002 OPT Fire Asset;

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER '. SAMPLE PREPARATIONS NUMBER '

D DRILL CORE 10 2 -150 10 . Asses Prep 10 .
. Excessive Wetness 242

Sesple Pickup 1

REMARKS! FINAL RESULTS ARE REPORTED;

REPORT COPIES TO!.MR* JIM BARRON 

:------------------- MRr-JTM-BARRQr
INVOICE TO! MR. JIM BARRON



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BONDAR-CLEGG

REPORT! 098-1309 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 088-65-0-5 0,011

02 088-65-5-10. 0.003
02 083-65-10-15 0,002

02 088-65-15-20 <0,002
02 088-65-20-25 <0,002

02 088-65-25-30 0,003
02 088-65-30-35 <0,002 .
02 088-65-35-40 <0,002
02 088-65-40-45 0,003
02 088-65-45-50 0,004


